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g anlt % NANDI RESOURCES GENERATION TECHNOLOGY PVT.LTD.
Esued To

T Flat E, B/6, Bapujinagar, Regent Estate, Kolkata-700092

b ddres=s

EF a7 o e NIL Dated 22/07/2013

Custormner's Ref. Mo,

vfe W e fe 00264/NTH(ER)/EL (ET)/29/07/2013

Register Mo & Cate

T wradt & faarm One sampleof Local Electrical Control Station having single door ,stated to be

Description of Test bem made of SS 316 & 2mm thickness.

TR WA w7 TEET (i) Markings: Sl. No.: NRG/2013/TR/001 (ii)Dimensions (in mm) as per Drawing

idertification of Test kem No. N42.097.2979, submitted by the firm: A=200, B=250, C=100 with tolerance
+/-5mm.

AT F faferfe ¢ afy &0 Nil

Product Specifi cation [F ary)

AT W i ferfy 20/07/2013

Cete of Receipt of the Test bem

F1 qrorEA = fafi From: 01/08/2013 TO: 02/08/2013

Datel=]of Performance of Tests

FIEEL] HOTTHAT & RERIE] Asper |S1EC 60529:2001, CI. 13.4,13.6 & CI. 14.25

Method =] wsedfor Test

AT Wi A=t Wt 2 N/A

Sarmpling Procedure where relevant
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Sl.No Test Name Test Result Limit
1

Test for first characteristic Satisfactory, asno deposit of The protection is satisfactory
numerals'6':Dust tight dust was observed inside the if no deposit of dust is
Enclosure. observableinsidethe
enclosure at the end of the
test.

2 Test for second characteristic Satisfactory, asno ingress of Water projected in jets
numeral '5':Protection water wasobserved inside  against the enclosure from
against water jets the Enclosure.

any direction shall have no
harmful effects

fe oquft
Mote

Thedimensionsgiven in this Test Certificate have been verified in the Drawing No. N42.097.2979, submitted by the firm
and it formsapart of the Test Certificate No.NTH(ER)/EL (ET)/2013/00264.
FEad

Rernarks

The sample conformsto the Specification No. | S/ EC 60529:2001 in respect of | P-65 Class of Protection.



